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3. The pressure in the rehabilitation section must be maintained until the resin 
has cured. Special local conditions may require different pressures (see 
ATTENTION! on Page 33). 

4. Curing: see Chapter 4.11.0 "Light curing" on Page 77. 

5. For more information about the subsequent process, see Chapter 4.12.0 
"Ending the installation - depending on the method" starting on Page 80. 

 

4.10.2 "Closed end" variant 

1. Inversion is complete when the BRAWOLINER® 
has reached the end of the rehabilitation section. 
Lock the handwheel. The pressure in the 
rehabilitation section must be maintained at 0.4 

 0.5 bar until curing is complete. Special local 
conditions may require different pressures (see 
ATTENTION! on Page 33). 

 

2. Curing: see Chapter 4.11.0 "Light curing" on 
Page 77. 

3. For more information about the subsequent process, see Chapter 4.12.0 
"Ending the installation - depending on the method" starting on Page 80. 

 


